
First District, Misr El Taameer Buildings

4th Industrial Zone, Inshas, Plot 68

Building No. 53 Sheraton Airport Nozha Heliopolis
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Characteristics

Technical data

Test                                                       unit                                                      value                                                         deviation

  

Solid content

Viscometer DVE , SP 4  , RPM 20 at 25 oC

Viscosity

PH

Density

Minimum �lm forming temp (MFFT)

Particle size

Film appearance

Technical data sheet





• 


MEC - SA700 EL

Test                                                                                  unit                                                                                            value

Polystyrene acrylate

Dispersion polymer; APEO & low formaldehyde content

Water-based dispersion

Two-component

Slightly blue dispersion

Technology

Base

Condition

Components

Appearance

approx  12

0.1-0.2

± 1.0

+ 2000

± 1.0

±0.02

45

8000

8

108

%

mPa.s

g/cm3

• 
• 
• 

• 
• 
• 
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CLEAR AND GLOSSY


